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Abstract: New alloy processes have been developed and casting techniques are continuously evolving.
Such constant development implies a consequent development and optimization of melt processing
and treatment. The present work proposes a method for studying the influence of acoustic pressure in
the overall refinement of sand cast aluminum alloys, using and correlating experimental and numerical
approaches. It is shown that the refinement/modification of the α-Al matrix is a consequence of the
acoustic activation caused in the liquid metal directly below the face of the acoustic radiator. Near the
feeder, there is a clear homogeneity in the morphology of the α-Al with respect to grain size and grain
circularity. However, the damping of acoustic pressure as the melt is moved away from the feeder
increases and the influence of ultrasound is reduced, even though the higher cooling rate seems to
compensate for this effect.
Keywords: ultrasonic melt refinement; sand casting: acoustic radiator; α-Al grain size; aluminum
alloy
1. Introduction
Aluminum alloys are thriving in the automotive, aeronautics and aerospace industries, displacing
applications that have traditionally been occupied by other alloys [1]. The performance of a mechanical
component is often conditioned and limited by the characteristics of the materials themselves, as
well as by limitations of the manufacturing processes and, more specifically, by their microstructure.
Although, their use is widespread, the casting of aluminum alloys is not an easy process, since they
are prone to nucleate and grow coarse and dendritic microstructures [2,3]. Additionally, aluminum
alloys are characterized by a high absorption of hydrogen during melting and casting [4,5]. Thus, the
increasing use of aluminum components with superior mechanical and fatigue properties requires
suitable and high-efficiency casting processes [6]. This includes the melt treatment [7] to develop
suitable microstructures, eliminate inclusions, and reduce porosities and shrinkage defects, which are
the main cause of failure in aluminum components [8].
In the industrial practice of aluminum casting, three melt treatment operations are usually
carried out in addition to the removal of slag, all of them chemically-based and presenting significant
environmental impacts: (i) degassing, by reducing the hydrogen content of the melt, which is achieved
by gas purging using mainly inert gases [9,10]; (ii) microstructure refinement, by the addition of Al-Ti-B
type master alloys in proportions adjusted to the specific aluminum alloy [11–13]; (iii) eutectic silicon
modification, usually carried out by the addition of master alloys containing Sr [12,14]. Although
these three stages (degassing, grain refinement, modification of eutectic silicon), are vital to improving
the mechanical performance of castings, the need to find more efficient, viable and clean treatment
alternatives has fostered the search for new melt treatment techniques and technologies.
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In the last decade, we have witnessed the development of highly efficient aluminum melt
treatment techniques based on the use of acoustic energy [15–19]. The influence of ultrasound on the
refinement/modification of the microstructure is based on physical phenomena due to the high acoustic
intensity propagated through the liquid metal [17]. Two mechanisms have been proposed to explain
the refinement of microstructures by ultrasound, dendritic fragmentation and cavitation induced
heterogeneous nucleation [20,21]. However, the mechanism of heterogeneous nucleation induced by
cavitation seems to be the most valid hypothesis, being supported by the majority of researchers who
have worked in this field [22]. However, in order for this technique to be efficient, it is imperative that
the ultrasonic system is correctly designed according to the specific needs of the casting process. This
enhances the overall success of the technique and optimizes the casting component integrity.
For that purpose, the present work aimed to study the interaction between the requirements
imposed by the melt conditions (i.e., the melt temperature/volume) and the constraints imposed by the
manufacturing process (geometry of casting) in the optimization of an ultrasonic system and its impact
on the overall microstructures [23]. Furthermore, considering their physical processing, a numerical
model was used to investigate the associated acoustic pressure fields developed in the transmission
medium and their role in the grain refinement.
2. Methodology
2.1. Experimental Setup and Procedure
The excellent castability and ductility, combined with a reduced tendency to defect formation,
have been crucial factors in increasing the application of AlSi7Mg based alloys in the production
of structural castings cast by sand molding [24,25]. The mechanical properties of such castings can
be improved by solubilizing and aging treatments, providing uniform distribution of Mg and Si
precipitates in the aluminum matrix [26,27].
The melt charges used in this work were prepared from an AlSi7Mg0.3 alloy, with the composition
presented in Table 1.
Table 1. Chemical composition of standard AlSi7Mg0.3 alloy.
Alloy Chemical Composition (wt%) Source
Si Fe Mg Cu Mn Zn Ti Al Res.
Std
AlSi7Mg0.3 6.5–7.5 0.6 0.20–0.45 0.25 0.35 0.35 0.25 Bal. 0.15 (1)
Used alloy 7.44 0.0 0.32 0.07 0.07 0.05 0.11 91.53 0.21 (2)
(1) According to Aluminum Association, Inc.
(2) Composition of the alloy used in the experimental work.
Melting charges weighing 10 kg were previously cut from a primary melt commercial ingot
and later washed and dried to eliminate the cutting lubricant. After melting and overheating at the
pre-established testing temperature (720 ± 5 ◦C), the melt was kept isothermal for a 30 min period for
better homogenization. After this period, the melt was degassed for 5 min using ultrasound technology.
The 5-minute period and the operational parameters were chosen according to works previously
published by the authors [28]. After degassing, the melt was allowed to cool and was poured at
700 ± 5 ◦C into a sand mold, as shown in Figure 1. Immediately after pouring, the pre-heated acoustic
radiator was positioned over the feeder with an immersion depth of 15 mm in the melt, to ensure the
maximum transfer of acoustic energy to the melt from the thick zone (feeder) to the thin areas of the
casting. Acoustic energy was supplied until the metal reached the solidus temperature +10 ◦C.
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Figure 1. (a) Experimental setup: (1) sand mold, (1b) pouring basin, (1c) feeder, (2) acoustic radiator, 
(3) waveguide, (4) booster, (5) transducer 20 kHz; (b) Geometric model where V#1 to V#3 correspond 
to the positions for sample characterization (Note: mirrored symmetry). 
Samples for microstructure characterization were taken from every cast sample by sectioning 
them perpendicularly to their vertical and horizontal axis (respectively, V#1 to V#3 and H#1 to H#3), 
according to Figure 1b. They were ground using 1200 μm SiC and polished down to 1 μm. An optical 
microscope (OM) (LEICA DM 2500M) and the ImageJ v1.46 computer application were used to 
determine the average grain size, d, and circularity, Rn, using Equations (1) and (2) where A 
corresponds to the area and P to the perimeter of the α-grains. 
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In order to study the acoustic propagation in liquid metal, a simulation model was developed 
using the COMSOL v5.2a Multiphysics module—Acoustic Piezoeloectric Interaction, Frequency 
Domain, according to Figure 2. Considering that the acoustic wave propagation is linear, and the 
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2.2. Computational Modeling
In order to study the acoustic propagation in liquid metal, a simulation model was developed using
the COMSOL v5.2a Multiphysics module—Acoustic Piezo loectric Interaction, Fr quency Domain,
according to Figure 2. Considering that the aco stic wave propagation is linear, and the shear stresses
are negligible for fluids, th acoustic pressure can be calculated by ap lying the following wav
equation [6,7]:
∇
(
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ρ
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)
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= 0 (3)
where ρ is the density of the liquid metal, c is the sound velocity in the liquid metal and t is time.
For the case of a harmonic wave in time, the pressure varies according to:
P(r, t) = p(r)iωt (4)
where, ω = 2pif is the angular frequency and p is the acoustic pressure. Assuming that the same
harmonic is time dependent, in the same terms, Equation (3) can be reduced, through Equation (4),
to the Helmholtz equation:
∇
(
1
ρ
∇p
)
− ω
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Figure 2. Geometry modeled using COMSOL Multiphysics—Acoustic Piezoeloectric (PZT) 
Interaction, Frequency Domain. (1) acoustic medium, (2) Ti6Al4V acoustic radiator, (3) Piezoeloectric 
(PZT) polarization. 
The Acoustic Piezoeloectric Interaction module in COMSOL Multiphysics was used to perform 
an analysis in the frequency domain. This combines the effects of (i) sound pressure and (ii) 
piezoelectric, linking the variations of acoustic pressure with the solids that are actuated by the 
piezoelectric effect of PZT. The physical interface also includes electrostatic elements to solve the 
electric field in the piezoelectric material. The Helmholtz equation is solved in the fluid domain and 
the structural equations in the solid domain, together with the constructive relations necessary for 
the piezoelectric modeling. The physical interface that solves the Helmholtz equation is suitable for 
the present study, in the domain of linear frequencies with harmonic variation of the pressure field. 
In order to evaluate the profile of the acoustic pressure during the deformation of the solids 
actuated by the PZT piezoelectric effect, water was used since this is a suitable liquid medium to 
simulate the refinement / modification mechanism that occurs in melts of aluminum alloys at 660–
700 °C [29]. With the appropriate boundary conditions, the Helmholtz equation can be solved 
through a range of numerical methods [6,8]. The accuracy of the numerical solution of the Helmholtz 
equation depends significantly on the wave number k(k = ω/c). The main boundary conditions are 
described as, (i) p = 0 (condition of total waves reflection, attributed to the liquid-air interfaces); (ii) p 
= p0 (interface of the acoustic radiator with the liquid metal); (iii) δp/δn = 0 (condition of "rigid walls" 
attributed to the lateral walls of the acoustic radiator); (iv) (1/ρ)(δp/δn) + iωp/Z = 0 (acoustic impedance 
limit condition Z attributed to the container walls). 
3. Results and Discussion 
Aluminum alloys are known for their high affinity to hydrogen at high temperature, promoting 
the appearance of numerous inclusions in the microstructure after solidification, with porosity being 
the most relevant and harmful defect compromising the strength of the component [4,30,31]. To 
assess the similarity of the porosity levels in samples, the melts were degassed before pouring at the 
desired temperature (700 ± 5 °C [31]), using the Multi-Mode Frequency, Modulated (MMM) 
ultrasonic technology, to ensure that the density of the bath was identical for every experiment. The 
average density reached in the experiments was 2.68 ± 0.1 (0.5% ± 0.07 porosity). 
Figure 3 shows the variation of the α-Al grain size and circularity of AlSi7Mg0.3 alloy processed 
by ultrasound, with an average frequency of 19.9 ± 0.2 kHz and 40% of the system power (400 W—
Figure 2. Geometry modeled using COMSOL Multiphysics—Acoustic Piezoeloectric (PZT) Interaction,
Frequency Domain. (1) acoustic medium, (2) Ti6Al4V acoustic radiator, (3) Piezoeloectric (PZT) polarization.
The Acoustic Piezoeloectric Interaction module in COMSOL Multiphysics was used to perform an
analysis in the frequency domain. This combines the effects of (i) sound pressure and (ii) piezoelectric,
linking the variations of acoustic pressure with the solids that are actuated by the piezoelectric effect
of PZT. The physical interface also includes electrostatic elements to solve the electric field in the
piezoelectric material. The Helmholtz equation is solved in the fluid domain and the structural
equations in the solid domain, together with the constructive relations necessary for the piezoelectric
modeling. The physical interface that solves the Helmholtz equation is suitable for the present study,
in the domain of linear frequencies with harmonic variation of the pressure field.
In order to evaluate the profile of the acoustic pressure during the deformation of the solids
actuated by the PZT piezoelectric effect, water was used since this is a suitable liquid medium
to simulate the refinement / modification mechanism that occurs in melts of aluminum alloys at
660–700 ◦C [29]. With the appropriate boundary conditions, the Helmholtz equation can be solved
through a range of numerical methods [6,8]. The accuracy of the numerical solution of the Helmholtz
equation depends significantly on the wave number k(k = ω/c). The main boundary conditions are
described as, (i) p = 0 (condition of total waves reflection, attributed to the liquid-air interfaces);
(ii) p = p0 (interface of the acoustic radiator with the liquid metal); (iii) δp/δn = 0 (condition of “rigid
walls” attributed to the lateral walls of the acoustic radiator); (iv) (1/ρ)(δp/δn) + iωp/Z = 0 (acoustic
impedance limit condition Z attributed to the container walls).
3. Results and Discussion
Aluminum alloys are known for their high affinity to hydrogen at high temperature, promoting
the appearance of numerous inclusions in the microstructure after solidification, with porosity being
the most relevant and harmful defect compromising the strength of the component [4,30,31]. To assess
the similarity of the porosity levels in samples, the melts were degassed before pouring at the desired
temperature (700 ± 5 ◦C [31]), using the Multi-Mode Frequency, Modulated (MMM) ultrasonic
technology, to ensure that the density of the bath was identical for every experiment. The average
density reached in the experiments was 2.68 ± 0.1 (0.5% ± 0.07 porosity).
Figure 3 shows the variation of the α-Al grain size and circularity of AlSi7Mg0.3 alloy processed
by ultrasound, with an average frequency of 19.9 ± 0.2 kHz and 40% of the system power
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(400 W—corresponding to approximately 60 µm), evaluated in a longitudinal section of the feeder
(V#1 to V#3 samples, according to Figure 1). The respective microstructures are shown in Figure 4a–c.
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Figure 4. Examples of microstructures of AlSi7Mg0.3 alloy processed by ultrasound, at 19.9 ± 0.2 kHz
average frequency evaluated in a vertical section of the feeder: (a) V#1; (b) V#2 and (c) V#3 samples,
according to Figure 1.
The experimental results suggest that the feeder (central zone of the feeder and directly below
the acoustic radiator) presents a microstructure with a well-defined globular morphology. Overall,
the variation of grain size and circularity apparent was minimal, as can confirmed by the standard
deviations presented in Figure 3. Indeed, the average grain size and circularity for all characterized
positions were, respectively, 120 µm and 0.8. As demonstrated by Puga et al. [32] and Eskin et al. [29]
the zone below the flat acoustic radiator is able to promote extremely intense cavitation, being able to
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promote nucleation and further to this, an increase in the quantity of α-Al grains, and consequently,
the reduction of their diameter and a globular morphology.
Figure 5 shows the variation of the α-Al grain size and circularity of AlSi7Mg0.3 alloy processed
by ultrasound, at the average frequency of 19.9 ± 0.2 kHz (resonance frequency at high temperature),
with the distance to the acoustic radiator in the feeder (H#1 to H#3 samples, according to Figure 1).
The respective microstructures are shown in Figure 6a–c.
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Figure 6. Examples of microstructures of AlSi7Mg0.3 alloy processed by ultrasound, at 19.9 ± 0.2 kHz
average frequency evaluated in a horizontal section of the feeder: (a) H#1, (b) H#2 and (c) H#3 samples,
according to Figure 1.
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The results presented suggest that with increasing distance to the acoustic radiator the α-Al grain
size tends to increase, and the grain circularity tends to decrease. Although the grain size tends to
increase, the matrix continues to present a quasi-globular morphology with some indications of rosette
grains. This is an opposite tendency compared to what happens with the traditional processes of sand
casting, where the matrix tends to present a dendritic morphology, even after chemical melt treatments.
Furthermore, the results presented in Figures 5 and 6 suggest that the cooling rate influences the
grain morphology. Although the effect of ultrasound promotes a globular matrix, the fast cooling rates
in thinner sections (e.g., position H#3 with a section solidification module 0.41) tends to overlap the
effect of ultrasound. However, this effect also allows the formation of a thinner but non-dendritic
microstructure, which is beneficial for the mechanical properties. However, in sections directly affected
by the acoustic radiator (e.g., feeder—Figures 3 and 4), it is suggested that the morphology of the Al
matrix (grain size and circularity) may be directly affected by the cavitation mechanism.
Contrary to the traditional process of refinement, where the addition of the master alloy Al-Ti-B
is generally used, in the present approach this issue is not considered. Overall, the applied acoustic
intensity is sufficient for: (i) converting the displacement of piezoelectric into kinetic energy in the
liquid; (ii) creating acoustic cavitation and acoustic streams able to promote the nucleation and
homogenization in the melt; (iii) increasing the temperature of the medium due to bubble collapse,
which can promote and accelerate the α-Al grains.
A numerical simulation study was performed to validate the aforementioned hypothesis and
experimental results. Figure 7 presents the numerical results of the axial displacement (evaluated in
solid parts and the acoustic pressure in the melt), for the whole system, when the acoustic radiator was
immersed in water at a depth of 15 mm, according to the boundary conditions represented in Figure 2.
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Figure 7. Numerical results of the solid displacement and acoustic pressure obtained for the ultrasonic
system apparatus.
According to the eigenfrequency results of the acoustic radiator, the first longitudinal compression
mode was located at 20.23 kHz. This matches well with the operation frequency of the transducer, as
can be proved by the experimental electrical impedance results measured by the authors. Thus, in
order to numerically quantify the acoustic pressure in the medium, a domain frequency study was
performed at f 0 = 20.20 kHz. Figure 8a,b presents the numerical values of acoustic pressure along the
horizontal section with the distance to the acoustic radiator in the feeder (H#1 to H#2) and the vertical
component beneath the feeder (V#1 to V#3).
Metals 2019, 9, 490 8 of 11
Metals 2019, 9, x FOR PEER REVIEW  8 of 11 
 
  
Figure 8. Numerical results of the acoustic pressure obtained in the (a) vertical and (b) horizontal 
directions. 
As can be observed in Figure 8a, a sinusoidal curve with a positive and negative acoustic 
pressure of at least 5 MPa in the vertical component is reached in the melt. According to Eskin’s work 
[29] the threshold of acoustic pressure to verify cavitation is around 2 MPa. Indeed, according to 
experimental results for parameters numerically evaluated, the level of cavitation and acoustic 
streams at 40% system power (using the same acoustic radiator that numerically simulated) is totally 
defined, as can be observed in Figure 9. It may be clearly observed that in corresponding conditions 
(i.e., similar fluid and boundary conditions) that are initially resting (Figure 9a), it is possible to 
promote streaming and cavitation effects by the use of the detailed ultrasonic system. 
  
Figure 9. Photograph of resonance cavitation field in the experimental container (400 W): (a) No-US, 
(b) with US activated. 
Contrary to high values of acoustic pressure measured along the longitudinal section of the 
feeder (V#1 to V#3), in the horizontal cylindrical section (H#1 to H#2) the maximum acoustic pressure 
registered was 1 MPa (Figure 8b). Considering the high level of cavitation and acoustic streams 
created below the flat surface of the acoustic radiator, as well as the long interval time of solidification, 
it is suggested that a mixing and distribution of nuclei can travel along the cylindrical shape and 
contribute to the refining of Al grain reported in results of Figures 5 and 6. Furthermore, according 
to Figure 10, there is a correlation between the acoustic pressure and the grain size. It is shown that 
as the pressure increases, the grain size tends to decrease by an exponential decay function.  
. erical results of t e stic r ss re t i e i t l
ca be observed in Figure 8a, a sinu oidal curve with a positive and negative acoustic pressure
of at least 5 MP in the vertical component is reached in the melt. According t Eskin’s work [29] the
thres old of ac ustic pressure to verify cavitation is around 2 MPa. I eed, according to expe imental
results for parameters numerically evaluated, the level of cavitation and acoustic streams at 40%
yste power (using the same acoustic radiator that numerically sim lat d) is totally defined, as can
b observed i Figure 9. It may be clearly observed th t in corresponding conditions (i.e., similar fluid
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efi e , as ca  be obser e  i  Fig re 9. It ay be clearly obser e  t at i  corres o i g co itio s 
(i.e., si ilar fl i  a  bo ary co itio s) t at are i itially resti g (Fig re 9a), it is ossible to 
ro ote strea i g a  ca itatio  effects by t e se of t e etaile  ltraso ic syste . 
  
Figure 9. Photograph of resonance cavitation field in the experi ental container (400 ): (a) o- S, 
(b) ith S activated. 
o trary to ig  al es of aco stic ress re eas re  alo g t e lo git i al sectio  of t e 
fee er ( #1 to #3), i  t e orizo tal cyli rical sectio  ( #1 to #2) t e axi  aco stic ress re 
registere  as 1 a (Fig re 8b). o si eri g t e ig  le el of ca itatio  a  aco stic strea s 
create  belo  t e flat s rface of t e aco stic ra iator, as ell as t e lo g i ter al ti e of soli ificatio , 
it is s ggeste  t at a ixi g a  istrib tio  of clei ca  tra el alo g t e cyli rical s a e a  
co trib te to t e refi i g of l grai  re orte  i  res lts of Fig res 5 a  6. F rt er ore, accor i g 
to Fig re 10, t ere is a correlatio  bet ee  t e aco stic ress re a  t e grai  size. It is s o  t at 
as t e ress re i creases, t e grai  size te s to ecrease by a  ex o e tial ecay f ctio .  
. f i ti fi l i im t l t i r ( ): ( ) N -U ,
w U .
l i
, i t i t l li i i t ) th i ti
as 1 MPa (Figure 8b). Considering the high level of cavitation nd acoustic streams c ted
below th flat sur ace of the acousti radiator, as well as the long interval time of solidification, it is
suggested that a mixing and distribution of nuclei can travel along the cylindrical shape and contribute
t the refining of Al grain reported i sults of Figures 5 and 6. Furthermore, according to Figure 10,
here is a correlation betwe n he acoustic pressure and the grain size. It is shown that as the pressure
increases, the grain siz tends to decreas by an exponential decay fu ction.
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Figure 10. Effect of acoustic pressure versus grain size.
It is suggested that there is a threshold for the acoustic pressure grain refinement effect. In these
particular conditions, it is apparent that for acoustic pressures higher than 2 MPa there are no significant
benefits in terms of grain refinement.
4. Conclusions
This study explored the influence of acoustic pressure in the overall refinement of sand cast
aluminum alloys, using experimental and numerical approaches to detail the overall pressure
distribution and distance to acoustic excitation. According to the results, the following conclusions
may be drawn:
(1) The mechanism of refinement/modification of the α-Al matrix is a consequence of the acoustic
activation caused in the liquid metal directly below the face of the acoustic radiator and is able to be
distributed by different mold cavity area branches.
(2) In areas near the feeder there is a clear homogeneity in the morphology of the α-Al with respect
to grain size and grain circularity. That is, the influence of the acoustic radiator in the liquid medium
immediately below its top flat face is evident.
(3) In areas that are more distant to the feeder, the acoustic pressure directly caused by the acoustic
radiator tends not to induce significant alteration in the grain size due to the lower pressure; however,
this is compensated for by the higher cooling rates.
(4) Knowledge of the acoustic pressure profile, together with the analysis of the positioning of the
acoustic radiator for refinement/modification the α-Al matrix validated through the use of numerical
models, will allow high integrity castings to be obtained, with a tendency towards increased mechanical
properties when compared to traditional treatment methods.
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